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ASTM D698-12 (Proctor) & ASTM F1815-11 – Modified (Hydraulic Conductivity) 

 

Optimum Moisture Content 

19.2% 

 

Maximum Density 

1.50 g/cm3 (93.6 lb/ft3) 

 

Hydraulic Conductivity – at 85% maximum density: 1.20 g/cm3 (74.9 lb/ft3)  

3.4 in/hr 
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