
 

 
TEST REPORT 

No.   : SHIN1702007703ML 

Date : Feb 24, 2017 

Page: 1 of  2 

 

 

CUSTOMER NAME: DONGGUAN CHIU CHAO METAL TECHNOLOGY CO., LTD. 

ADDRESS: HENG-JIANG-SHA VIL, CHANG-PING TOWN, DONG-GUAN, CHINA 

 

Sample Name : Stainless Steel 

Material and Mark : 904L 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Test Required : Chemical Composition Analysis 

SGS Ref. No. : CP17-006179 

Date of Receipt  : Feb 20, 2017 

Testing Start Date  : Feb 20, 2017 

Testing End Date : Feb 24, 2017 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services （Shanghai）Co., Ltd. 

 
Kelly Shi 

Authorized signatory 
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Chemical Composition Analysis: 

Test Method: GB/T 11170-2008 (OES) 

Element C Si Mn P S Cr Ni Mo Cu 

Result ,% 0.014 0.33 1.08 <0.001 <0.001 19.56 24.55 4.31 1.36 

 

 

Sample photo 
******** End of report******** 
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